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~ SITE4V EXPANDED POLYETHYLENE FOAM BACK UP ROD/BACKER ROD
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Kind Atin_+ YourRef.No.:  DLSPPLI2015-16, DT.28.12.2015

MR. VINAY
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- D-1512290046 Date of start of test : 02/01/2016
Date of completion of test : 05/01/2016

S.No. Name of Test Result ) Test Method
1. Tensile strength, Kg/cm? 2.6 ' ASTM D412-2006
2. Elongation at break, % 50 ASTM D412-2006
3. Density, Kg/m® 25.9 ASTM D3575-1993
4. Water absorption, Kg/m? 0.05 " ASTM D3575-1993
(At 27°C for 48 hours) :
5. Compression Set, % 9.5 ASTM D3575-1
@ ~ (At 27°C for 24 hours) o
= . - (At 50% Deflection)
End of test Report
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